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Abstract
...;
In 1973 work began at the Lewis 'Research Center
to systematically investigate the problem of thrust
E A test program to investigate the deformation chamber life.	 The approach was to significantly in-
process observed in the hot gas wall of rocket crease the data base of thrust chamber fatigue fail-
thrust chambers was conducted using three different ures using cyclic testing under controlled condi-
liner materials.	 Five thrust chambers were cycled tions and with a test procedure designed specifi-
to failure using hydrogen  and ox	 en as propellantsg yg 	 p	 P call	 to stud	 thrust chamber life.	 Inexpensive cY	 Y	 P	 Y-
i at a chamber pressure of 4.14 MN/m2 (600 psia), linders with plug nozzles were used to evaluate var-
The deformation was observed nondestructively at ious thrust chamber liner materials over a range of
a, midlife points and destructively after failure oc- hot gas wall temperature. 	 These experimental life
curred.	 The cyclic life results are presented with data were correlated both with the hot gas wall tem-
an accompanying discussion about the types of fail- perature and the temperature difference between the
ure encountered.	 Data indicating the deformation hot gas surface and the outside surface for each
r of the thrust chamber liner as cycles are accumu- material tested. 4	Finite element analysis was con-
t lated are presented for each of the test thrust ducted to compute strain range.	 Attempts were made
chambers. to predict life assuming a low cycle thermal fatigue
failure mechanism and using life data from uniaxial
r isothermal fatigue tests as reference.	 This life
Introduction prediction procedure was generally not successful
for either the cylindrical thrust chambers of Ref. 4
The requirement for reusability of high- or the contoured thrust chambers of Ref. 5. 	 The
chamber-pressure, regeneratively cooled, rocket analysis was used, _however, to indicate that reduc-
thrust chambers in the near future has precipitated ing the stiffness of the outer wall structure (close-
experimental and analytical thermal fatigue studies out) of the thrust chamber could reduce the strain
related to thrust chamber life. 	 The heat flux range.	 Contoured thrust chambers were fabricated
associated with the high chamber pressures (13.8 to and tested to experimentally investigate this pre-	 ;•.
20.7 MN/m2 (2000 to 3000 psia)) used in such high- dicted trend;	 The closeout stiffness was reduced by
performance engines cannot be accomodated by low- replacing most of the thick electroformed closeout”
thermal-conductivity materials with wall thickness- with a-fiberglass wrap. 	 An increase in life was ob-
es necessary for the pressure loads. Therefore, served.6	 Life can also be increased by decreasing
high-thermal-conductivity materials, such as copper the hot gas wall temperature as reported in Ref. 4
or copper alloys, must be used for the thrust cham- and as shown by various analytical studies. 	 Life
ber walls.	 The expected design life for these improvement was accomplished experimentally by
future reusable thrust chambers is from 100 to 300 applying a coating to the hot gas surface of cylin-
cycles.
	
The work reported herein was not intended drical thrust chambers to reduce the temperature of
to demonstrate a particular life goal but rather to the metal thrust chamber liner.
produce several thermal fatigue failures in rocket
thrust chambers for the purpose of enhancing our Although some success was achieved in predict-
knowledge of such failures and improving the pre- ing trends, a priori life prediction was still not
sent capabilities in thermal fatigue analysis and possible apparently because the failure mechanism
life prediction. was not properly described by the low cycle thermal
fatigue model assumed in the analysis.
'In 1972, low-cycle thermal fatigue tests were
conducted by the U.S. Air Force on rocket combus- A more detailed description of the behavior of 	 :.
tion chambers that had been designed and fabricated the thrust chamber hot gas wall in the vicinity of
by Rocketdyne. 1 1 2	These tests were conducted at a the failure site was needed to contribute to under-
chamber pressure of 5.2 MN/m2 (750 ps i a)	 Experi- standing of the failure mechanism.	 In response to
mentally obtained fatigue life was compared without this need five thrust chambers were fabricated from
success with the analytical predictions of life for three different liner materials and tested at the 	 1
two zirconium-'copper alloy thrust chambers.	 The Lewis Research Center. 	 The objectives of the expert-
NASA Marshall Space Flight Center later acquired mental investigation were to (1) obtain hot gas wall 	 J
more of these chambers and continued the work. 	 The deformation data throughout the life span of rocket 	 ,l
life analysis for these tests is reported in Ref. 3. thrust chambers, and (2) obtain cyclic life and hot
gas wall deformation data for different liner mate-
In this previous work, the life limiting fail- rials.	 In the course of this investigation non-
ure mechanism was thought to be low cycle thermal' - destructive methods were used for locating potential
fatigue.	 The controlling parameters were, there- failure sites early in the life of a thrust chamber
fore, the temperature difference between the hot and for making periodic measurements of the deforma-
gas side wall and the backside, the coefficient of tion.
thermal expansion for the liner material, and the
geometry of the thrust chamber liner.	 The fatigue The thrust chambers used in the investigation
life was related to the strain range which occurs had a throat diameter of 6.60 cm (2.60 in.) and were
in the liner during a thermal cycle. 	 The finite- operated at a chamber pressure of 4.14 MN/m 2 (600
elementmodels used to compute strain range assumed psia).	 The propellants were liquid oxygen and gas-
that the geometry remained fixed throughout the eous hydrogen.	 The chambers were cooled with a
life of the thrust chamber, separate flow of liquid hydrogen. The thrust cham-
AIAA Paper No. 79-0911
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bers were made using 'fabrication methods that are
typical for high pressure, high performance rocket
engines such as Space Shuttle Main Engine. Coolant
passages were milled into a high thermal conductiv-
ity liner. Nickel was then electrodeposited onto
the liner to close-out the coolant channel and form
the outer structural jacket.
Apparatus
Much lower design temperatures were selected for
other areas of the chamber to insure that the throat
would be the region of highest strain. Spring
loaded thermocouples were used to measure rib tem-
perature. The location of these thermocouples is
shown in Fig. 1(b). All chambers used in the test-
ing were designed with the same coolant passage
dimensions at the throat section. After electro-
forming, the wax was melted out of the coolant pas-
sages, the manifolds welded on, and the instrumenta-
tion attached.
4 Test Facility
A different closeout procedure was used for the
k	 ri The investigation was conducted at the Lewis two OFHC liners reported in the present work.	 In-
Research Center rocket engine test facility. 	 This stead of the relatively thick (0.485 cm, 0.191 in.)
is a 222 410-newton (50 000-1bf), sea-level rocket nickel close , xt, the OFHC liners were closed out
test stand equipped with an exhaust-gas muffler and with a two-part, low stiffness structure composed of
scrubber.	 The facility used pressurized propellant- a thin electroformed copper closeout and a fiber-
storage tanks to supply the propellants to the com- glass overwrap for hoop strength.
	
All other dimes-
bustor.	 Propellants for combustion were liquid sions and details were the same as those described
oxygen and ambient temperature gaseous hydrogen. above.	 The specific details of these low stiffness
Liquid hydrogen was used as the thrust chamber cool- OFHC .opper chambers are further described in Ref. b.
,- ant.	 The separate coolant flow circuit was used to s
allow coolant flow to be independent of engine pro-
pellant flow.
	
The spent hydrogen coolant was dis- Combustion Chamber Liner Materials
posed of through a burn stack.
The liner materials were OFHC copper or copper
alloys.	 One alloy was copper with 0.15% zirconium
Injectors available from AMAX Corporation as Amzirc,	 The
other alloy was copper with 0.45% zirconium, 3%
With the injectors used in this investigation, silver available from Rocketdyne as Narloy-Z.
	
The
the fuel (gaseous hydrogen) was injected through a OFHC copper liner material was in the as forged
porous Rigimesh face plate.	 The oxidant was in- condition.
	 The Narloy-Z and Amzirc liners were
jected through 85 showerhead tubes distributed even- solution annealed and aged. 	 There were two OFHC
ly over the injector face. 	 The energy release effi- copper liners, two Narloy-Z liners, and one heat
ciency, which was determined from snort duration treated Amzirc liner tested in this program.
	 The
tests with heat sink thrust chambers, was 97.5% serial number, liner material and material condi-
with all data within a scatter band of }0.5%..
	 The tion of the chambers are listed in Table I.
performance procedure used to compute injector effi-
ciency is outlined in Ref. 8.
Procedure 3
During the performance testing with the heat-
€x
sink thrust chambers, tests were made with high- With the test cycle selected for this program
response piezoelectric pressure transducers in- - the maximum temperature difference between the hot
stalled on the thrust chamber to measure combustion gas wall and the chamber outside surface occurred
chamber pressure oscillations and thereby to as- during the fast start transient.	 The combustion
certain whether combustion instability was present. chamber reached full chamber pressure in 0.05 to
I No instability was found. 0.06 sec, and the maximum temperature difference
" across the wall was equal to approximately 130% of
the steady-state value;	 Once the test firing was
Combustion Chambers well beyond the time when the maximum temperature
difference had occurred, which was approximately, _.
The details of thethrust chambers used in the 0.03 sec after start, the chamber was shut down.
fatigue life investigation are shown in Fig. 1. This gave a rated thrust duration of about 0.85. sec.
The completed chamber is shown in Fig. l(a). 	 The	 - The liquid Hydrogen coolant flow was continued dur-
` chambers, which had a contraction ratio of 3.70, ing a 1.4-sec shutdown period, which was enough time
[ were 38.1 cm (15 in.) in length overall with the to cool all parts of the chamber to the original
t throat located 25.4 cm (10 in.) from the injector	 _ temperature conditions.	 This gave a total cycle,
face.	 The throat was 6.60 cm (2.6 in.) in diameter, duration of 2.3 sec.
	
Then the test cycle was re-
p and the nozzle exit was 13,2 cm (5.2 in.) in diame- peated until failure occurred.	 The propellant stor- Y
ter.	 The chamber liners were made of copper or a age capability of the facility permitted as many as
copper alloy and had coolant passages machined into 125 cycles in a single firing series.
the outer surface.	 After machining, the coolant
t passages were temporarily filled with a wax, and a The test cycle was programmed into a solid-
layer of nickel was electrodeposited onto the outer state timer that was accurate and repeatable to F
surface to close out the coolant channels and form within ±0.001 sec.	 Fuel and oxidizer flows were
the outer structural jacket.	 The coolant passage controlled by fixed-position valves and propellant
cross section thus formed is shown in Fig. 	 1(b) v. tank pressures.	 Coolant flow was controlled by ;a
which is a section through the throat plane of the cavitating venturi.	 Coolant inlet pressure was con-
chamber.	 The coolant passage dimensions were se- trolled by coolant tank pressure, and the coolant j
lected torovide a hot-gas-side wall temperaturep	 g	 p exit pressure was kept constant by a closed.-loop
of 811 K (14600 R) in the throat for the operating controller modulating a backpressure valve. 	 Control
r, conditions of 4.14 MN/m2 (600-psia) chamber pres s room operation of the test included monitoring of X
sure and 0.91-kg/sec (2.0 . 1b/sec) coolant flow rate.
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the test hardward by-means of three closed-circuit
television cameras and one microphone.
The output of the microphone and one televi-
sion camera were recorded on magnetic tape for
later playback. The microphone was used to deter-
mine the time of the fatigue failure. During the
cooldown phase of a cycle, any coolant leak
through a crack in the wall of the combustion cham-
ber could be heard clearly. In most cases it was
possible to recognize a failure and to stop the
cyclic testing within two cycles of the failure.
During play back of the audio tape, the exact cycle
when failure occurred could be precisely determined
After every series of test cycles, gaseous
helium was introduced into the coolant channels re-
motely and trapped there under pressure. The pres-
ence of a pressure decay would indicate the pres-
ence of a crack through the thrust chamber liner.
If a crack was indicated the facility was shut down
and the crack was located by direct observation.
Methods for measuring the hot gas wall deformation
both on the test stand and in an inspection facil-
ity were developed and will be described in RESULTS
AND DISCUSSION. These methods were used both at
intermediate life points and for post failure data.
Results and Discussion
that this parameter does not come to steady state
during the short duration cycle.
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Cycles to Failure	 OF POOR QUALITY
For this investigation, a fatigue failure was
defined as a crack through the hot gas wall that
permitted audible detection of a coolant leak into
the combustion chamber during the nonfiring portion
of the cycle. Cracks of approximately 1000 „m
(0.039 in.) in length were the minimum size detected
by this method. Most tests were manually aborted
within one or two cycles after it was suspected that
a failure had occurred. The coolant passages were
then pressure checked to determine the number and
location(s) of the failures.
The experimentally determined cyclic life for
each of the five chambers tested in this program is
shown in Table I. One of the two Narloy-Z chambers
(SIN 140) failed after 301 cycles. The second
Narloy-Z chamber (SIN 150) failed after 154 cycles.
After 250 cycles, inspection of the heat treated
Amzirc chamber, SIN 82, revealed three very small
pin holes and one small crack. Therefore, there is
some uncertainty about the exact cycle in which
failure occurred. The two OFHC copper chambers
(S IN 74 and 75) failed at 193 and 202 cycles, respec-
tively.
Experimental results are presented from test-
ing five rocket thrust chambers.	 Tests consisted Description of Failure Sites
of repeated firings of each of the rocket thrust
chambers until a crack occurred in the liner wall The failures are generally characterized by a
	 d: '
• allowing coolant to leak into the combustion cham- thinning and bulging of the hot gas wall.
	 Also,
ber.	 The cyclic life results will be presented there was a roughening of the hot gas side ,wall,
with an accompanying discussion about the types of especially in the throat region of the thrust cham-
failures encountered in the present work.	 Data ber.	 Figure 3(a) is a view of the hot gas side wall
indicating the deformation of the thrust chamber showing the general surface roughening for OFHC
liner as cycles are accumulated are presented for copper chamber SIN 74.
	
A 3.5 cm (1.4 in.) long
each of the test thrust chambers. crack at the center line of a coolant channel can
also be seen.
	
The roughening was more severe with
^- the OFHC copper than with the Narloy-Z and heat
Test Conditions treated'Amzirc.	 The roughening was more severe in
the throat region where the temperature was higher
The nominal steady state combustion chamber than at other locations in the combustion chamber.
pressure was 4.14 MN/m2 (600 Asia) and the nominal
coolant flow rate was 0.91 kg/sec (2.0_lb/sec). A cross section, at the throat, of an entire
Care was taken to insure that the combustion pro- thrust chamber is shown in Fig. 3(b).
	
This is the
pellant and coolant flow rates andpressures were OFHC copper chamber SIN 74 which had the low stiff-
nearly the same for each cycle of a test series.
	 _ness closeout described in the Apparatus section.
The steady state oxidant-fuel ratio was nominally The fiberglass portion of the closeout has been re-
;; 6.0 and was held within a range of approximately moved.	 It can be seen in Fig,. 3(b) that the _de-
i ±0.15 for all tests.	 Combustion chamber pressure formation is not the same in each of the 60 coolant 	 -'
did not vary more than ±3% from the nominal value. channels.	 The circumferential location of the most
Coolant flow rate did not vary more than f2% from severe deformation seems to be random, that is, not
the nominal value.	 Experimental data reported in related to injector patterns, cooling manifolds, or
Ref. 5 have shown that a ±2% variation in coolant fabrication anomalies that are within the drawing_
flow rate is equivalent to ±11 K (±20 0 R) variation specifications.
. in rib temperature.	 Typical rib temperature data
-
f for a single cycle are presented in Fig. 2.	 The Gross section views of the failure sites for
- data presented are typical of all chambers tested two different materials are shown in Fig. 4.
	
The
in terms of transient response and the range of failed coolant channel is characterized by a "dog
' data between the four thermocouples.
	 The differ- house" shape and a bulge of the hot gas wall toward
ence in temperature between the hottest and the the centerline of the thrust chamber.	 Conservation
i. coldest circumferential locations was approximately of the wall material was assumed since nohot gas
69 K (125 0 R) at the end of the transient and less surface melt or erosion was observed. 	 The hot gas
toward the end of the firing. 	 The rise, time for wall must thin, therefore, Co accommodate the bulge.
the chamber, pressure transient was approximately Because of the progressive thinning, the bulge on
50 cosec.	 The rib temperature transient occurred in the hot gas wall tends to form two bumps per cool-
approximately 0.4 sec.	 Also shown in Fig. 2 are ing channel.	 It can be seen in Fig. 4(a) that the
— typical chamber outer surface temperature data as bulging and thinning that occurred with the OFHC
	
AF
G a function of time for one cycle. 	 It can be seen copper material was much greater than with the
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Narloy-Z (Fig. 4(b))'.	 The failure sites for the largest observed hot gas wall deformation, measured
other thrust chambers not shown also had the "dog from plots such as Fig. 5(a).
house" shape.	 Although all materials deformed
similarly, an important difference is evident be- Since the method for measuring deformation was
tween the two failure sites shown in Fig. 4.
	 In nondestructive, it was also employed to obtain de-
addition to the thinning of the hot gas wall, a formation data of intermediate life points.	 Two
-..!
necking of the material in a small region on each variations of the nondestructive method were used.
side of the failure site occurred with the OFHC First, the 360 0 plots previously described could be
copper.
	
This is a typical appearance of a tensile made at various axial locations, but that required
failure with a ductile material. 	 Tensile failures removing the chambers from the thrust stand.	 Second,
were observed in Ref. 4 for OFHC copper, heat it was found that after the most highly deformed
treated Amzirc, and Narloy-Z.
	
The failure mecha- area had been located, data could be taken from
+ nism was described as stress rupture. 	 In the pre- plaster costs of the area.	 These intermediate life
sent work the failure site shown for Narloy-Z in data are also recorded in Table I. 	 An example of
• Fig. 4(b) does not show necking of the material intermediate life hot gas wall deformation data is
adjacent to the crack.	 Therefore, the visual evi- shown in Fig. 5(b) for OFHCcopper chamber SIN 74
dente in the present work supports the Ref. 4 con- after 124 cycles.	 The polar plots were made at var-
tention of a tensile stress failure mechanism only ious axial stations in the vicinity of the most
' with OFHC copper.	 The failure sites for the highly deformed area.	 The potential failure site {
Narloy-Z and heat treated Amzirc in the present can readily be identified even though the failure
work are different than observed in Ref. 4 because did not occur for another 69 cycles. 	 The double-
there is no evidence of necking adjacent to the bump characteristic is also evident. As can be seen_
crack with these materials. from Table I there was ;;ood agreement between de-
formation data using the two methods for OFHC copper
chamber SIN 74 at 124 cycles.	 The 3600 plots indi-
Effect of Cyclic Testing on Material Properties cated a deformation of 0.173 mm (0.0068 in.) and the
plaster cast method indicated 0..155 mm (0.0061 in.).
Some metalographic observations were made for
the material at the failure sites. 	 It appears that A significant observation from the intermediate
some recrystalization has occurred in the hot gas life deformation data is that the failure site was
wall of the OFHC copper chamber SIN 75 (Fig. 4(a)), identified early in the life of the chamber. 	 For
No recrystalization was observed for the other example, with chambers SIN 75 and 82 the potential
materials.	 When hardness surveys were taken across failure sites were identified prior to the mid-life
,..
sections similar to those shown in Fig. 4, it was point.	 The failure site was identified just past
found that hardness adjacent to the failure site the mid-life point with SIN 74 (see Table I). 	 It is
was different from hardness away from the failure likely that if data had been recorded earlier in the
site (near the-electroformed closeout).
	 If it is life of these chambers, especially the copper cham-
assumed that the liner material away from the fail- hers S IN 74 and 75, the failure site could have been
ure site remained in the pretest condition, then a identified earlier.
change in hardness occurred at the failure site for
all Liner materials during cyclic testing. 	 A tab- The failure site deformation data for the two
ulation at hardness measurements for each chamber OFHC copper chambers (S IN 74 and 75) and for the
are shown in Table I.
	
The as fabricated hardness heat treated Amzirc chamber (SIN 82) are presented
with OFHC copper was RB 12-15. 	 At the failure in Fig. 6(a) as functions of accumulated cycles.
sites there was softening to RB 0-9.	 In contrast Where available, data using both nondestructive
the heat treated Amzirc and Narloy-Z hardened as methods, that is, from Paster cast segments and full
cycles were accumulated.	 Heat treated Amzirc hard- 3600 plots are 'shown.	 The closed symbols are the
ened from RB 10 to RB 15, Narloy-Z chamber SIN 140 post failure points and represent an average of the
' hardened from RB 33 to RB 57.	 Narloy-Z chamber nondestructive and the post Failure photographic
SIN 150 hardened from RB 45 to RB 60.	 An observa- data.	 Even as the deformation becomes large the
tion can be made that both Narloy-Z chambers failed failure site bulges out into the chamber in a nearly
at about the same hardness, but the one that hard- linear manner as cycles are accumulated.	 Refer- k
ened more (RB 33 to 57) had longer life (301 com- ence 5 has characterized the failure mechanism as a -
pared to 154 cycles).	 The reasons for these dif- ratcheting type process.	 The slope of the deforma-
ferences in material behavior is not understood. tion histories presented in Fig. 6 could be con-
sidered a ratcheting rate.	 The ratcheting rate for
the OFHC copper is pearly 3 times greater than the
Effect of Materials on Deformation Rate heat treated Amzirc.	 As noted in APPARATUS the
stiffness of the structural jacket for the OFHC
The hot gas side wall deformation was measured` thrust chambers was less than the other chambers.
	 -
nondestructively,	 Polar plots were made for each ,:_	 reported in Ref. 6 that the low stiffness
of the thrust chambers to document the post test structure reduced the strain range approximately
• hot gas wall deformation.	 A typical plot is pre- 10% compared to the thick nickel structure.
	 Con-
sented in Fig. 5(a). ;It can be seen in the figure sequently, if the OFHC copper chambers had been
that the failure site and one ortwo other channels fabricated with the same stiffness the trend would
exhibit the double bump characteristic (each cool- be toward increasing the ratcheting rate for the
w ing channel covers a 6 1 arc).	 The deformation at OFHC copper.
the failure site is much greater than at other
_ locations in the thrust chamber. 	 This was true for A rapid increase in the hot gas wall deforma-
all materials.	 The deformation data from these tion can be seen in Fig. 6(a) just before failure
-• polar plots are tabulated in Table I.
	
Deformation with the OFHC copper.
	
At the onset of failure the
at the failure site was defined as the distance material no longer ratchets linearly but becomes
from the valley (at approx. the rib center line) to unstable and rapidly deforms (thins) until a tensil'
the largest peak;	 The data tabulated was for the stress failure occurs. 	 This was seen visually in
- 4
k `
the cross section photograph (Fig. 4(a)) as local Discussion of Failure Mechanisms
necking of the material adjacent to the crack.
The rapid deformation and thinning may have oc- As noted in Ref. 4 and as can be seen in Fig.
curred in the final cycle or progressively during 4(a) of the present work the visual evidence sup-
the last nine cycles. ports the contention of tensile stress failure with
OFNC copper.	 For a tensile stress failure to occur,
The ratchet rate curve for the heat treated the ultimate stress for the material must be ex-
Amzirc is not as well defined as the OFHC copper. ceeded at some point in the cycle.	 The exact point
A linear curve was drawn using the origin and the in the cycle when failure occurred is not known
single mid life data point. 	 This curve was extra- since both the stress in the wall and the ultimate a
polated to 250 cycles. 	 Since the post failure data stress of the material are changing with time. 	 The
are close to this linear ratchet rate curve the in- stress is nominally the same for all three materials
dication was that the material does not become un- for the same wall thickness and would increase as 't
stable and rapidly deform at the onset of failure. the wall thickness decreases.	 Therefore, it is as- i6
• As was stated earlier, the cross section photo- sumed that a wall thickness of approximately f	 r'
s' graphs of the heat treated Amzirc and the Narloy-Z 0.475 mm (0.0187 in.) corresponds to a stress in the ,.
failure sites did not indicate local necking of the wall equal to the ultimate stress value of OFHC
material adjacent to the crack. 	 The post failure copper.
	
The result is a tensile stress failure.
deformation data for the two Narloy-Z thrust cham- However, since the published data for heat treated
bees are shown in Fig. 6(b) along with the deforma- Amzirc and Narloy-Z'indicate that the ultimate
tion histories for the OFHC copper and heat treated stress is greater than OFHC copper at similar tem-
Amzirc chambers presented above. 	 A single deforma- perature conditions, the level of stress in a wall
tion rate curve could be used for both Narloy-Z 0.475 mm (0.0187 in.) would not produce a tensile
chambers, but with failure occurring at different stress failure in these stronger materials. 	 Fig-
points. ure 7 shows that these stronger materials possibly
failed at stress levels even less than the OFHC !
It appears that ratcheting rate is unique for copper since the final wall thickness was greater
each material, and that it is nearly constant for than with OFHC copper.	 The implication is that the
any particular failure site.	 In the case of the failure mechanism for the heat treated Amzirc and
two Narloy-Z chambers the ratcheting did not pro- Narloy-Z thrust chambers in the present work is more
teed for the same number of cycles before a failure complicated than simple tensile stress failure. 'a
occurred.	 The ratcheting rate data in Fig. 6 are
for a specific set of operating conditions and
geometry, and therefore, do not have universal ap- Concluding Remarks n	 ;•
` plication.	 But, if early identification of failure i
sites and ratcheting rate can be applied to a fail- Analytical models attempt to predict the con-
ure mechanism which relates to minimum wall thick- ditions present in typical locations. 	 But, every ;?
ness, there is the potential for estimating the re- real thrust chamber will have a local site that will '3
maining cycles to failure. behave atypically and as a result will eventually
become the first failure site. 	 For the thrust cham-
bers which have been tested to cyclic failure, the
Correlation of Deformation with Hot Gas Wall failure mechanism appears to be one of accumulating
Thinning deformation on a cycle-by-cycle basis (ratcheting).
T
The fact that each chamber will have only one, or
Figure 7 shows the final failure site deforma- very few, failure sites can be either a disadvantage
tion versus the final failure site hot gas wall or an advantage.	 It is a disadvantage if it is not ;t
thickness for three different thrust chamber mate- possible to characterize the anomalies that make a
rials.	 The data were obtained by measuring cross local site atypical in a way that can be included in
section photographs.	 The definition of deformation an analytical model.	 Consequently, a priori life
' was the same as used with the polar plots (Fig. 5). predictions could not be made.	 The advantage of
c The wall thickness was measured as indicated in singular failure sites is that quite ,possibly their
Fig. 4.
	
As shown in Fig. 7 the wall thickness ver- appearance may not mark the end of the useful life s
' sus deformation data are correlated by a straight of the thrust chamber.	 Testing has generally been
dine which extrapolates to the original wall thick- stopped at the onset of a through crack. 	 As a re-
f ness of 0.889 mm (0.035 in.) for zero deformation., suit there is only limited published information on
Although this correlation was made from post fail- the ratecf crack growthand the rate of coolant
ure data it is assumed that the correlation is also leakage into the thrust chamber as additional. cycles'
' valid at intermediate life.	 Use of this correla-- are accumulated.	 It is not known, for instance,
^
tion provides a means for determining wallthick- 	 - whether the crack growth will be cyclic and/or time a
ness at intermediate life points from measurements dependent.
of hot gas wall deformation.
For example, the use of the correlation be- Summary of Results
tween hot gas wall deformation and thinning made it
possible to estimate the wall thickness for the A test program to investigate the deformation
OFHC copper at the onset of failure.	 By extra- and surface roughening of rocket thrust chambers
polating the OFHC ratcheting rate curve (Fig. 6(a)) subjected to cyclic testing was conducted. 	 Five
\ to 200 cycles it can be seen that at the onset of thrust chambers were fabricated by milling coolant
' failure the deformation was approximately 0,25 mm channels into copper or copper alloy liners.- The
(0.010 in.).	 From Fig. -7 it can be seen that cooling channels for three of the chambers were com-
0.25 mm (0.010 in.) deformation corresponds to a pleted and structural strength added by electro-
` wall thickness of 0.475 mm (0.0187 in.). depositing a thick nickel closeout onto the liner.
.; The cooling channels for two of the chambers were fi
completed by electrodepositing a thin layer of
'
i;
S
copper onto the liner. Structure strength was then
added to these two chamb^rs by applying a fiber-
glass wrap over the metallic liner. The propel-
lants used were gaseous hydrogen and liquid oxygen.
A separate flow of liquid hydrogen was used as
thrust chamber coolant. The combustion chamber
pressure was 4.14 MN/m2 (600 psia). The throat
diameter was 6.60 cm (2.60 in.). The following re-
sults were obtained:
1. A ratcheting type deformation process was
present when milled channel thrust chambers were
tested cyclically. Ratcheting is characterized by
progressive bulging of the hot gas wall into the
combustion chamber accompanied by thinning of the
wall at the coolant channel center line. The
ratcheting continued until a crack was produced in
the hot gas wall.
2. Ratcheting rate was determined for OFHC
copper, Narloy-Z, and heat treated Amzirc by mea-
suring the amount the hot gas wall deformed (bulged)
at intermediate points during the life of the
thrust chambers. The ratcheting rates were dif-
ferent for each material.
3. Ratcheting rate was nearly linear through-
out the life of both OFHC copper and heat treated
Amzirc chambers. The lowest ratcheting rate was
with the heat treated Amzirc. Post failure data
with Narloy-Z indicates a ratcheting rate between
the OFHC ^opper and heat treated Amzirc.
4. Hot gas wall deformation was correlated
with hot gas wall thinning by a single straight
line for OFHC copper, Narloy-Z, and heat treated
Amzirc thrust chamber liners.
5. The potential failure site could be identi-
fied near mid-life for most chambers using non-
destructive methods to monitor deformation of the
hot gas side surface.
6. The failure mechanism observed with the two
OFHC copper thrust chambers in the present work was
consistent with the stress rupture type mechanism
described in Ref. 4. But, the failure mechanism
with the heat treated Amzirc and Narloy-Z thrust
chambers in the present work was more complicated
than simple tensile stress failure.
7. OFHC copper strain softened, and Narloy-Z
and heat treated Amzirc strain hardened as cycles
were accumulated.
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W (a) COMPLETED FATIGUE CHAMBER.
0.508 mm
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COUNTERBORE
AND TAP FOR 10-32
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RIB THERMO-
COUPLE HOLE
ANALYSES
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0.116''	 2.94 mm -J
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1.301" R 3.30 CM
(b) WAI I M SS SECTION AT IHL NOZZLE THROAT.
Figure 1.- Fatigue combustion chambers.
POF Y
700
1200F Y
0 0 0 0 0
^ u
CHAMBER 0. D.
TEMPERATURE
W 1000
600
c 800
500
W a 400
W
^
600
300
o
200
w
200
V)
100
RIB TEM-
PERATURES
CIRCUMFERENTIAL
LOCATION,
deg
O	 0
0	 90
0	 180
c)	 270
01
0	 .2	 .4	 .6	 .8	 1.0 1.2 1.4	 1.6 1.8
TIME, sec
Figure 2. - Measured rib temperatures and chamber 0. D.
temperature as function of time for one firing cycle.
Chamber SIN 70.
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(a) VIEW OF THE HOT GAS WALL SHOWING A TYPICAL CRACK THROUGH
THE WALL JUST UPSTREAM OF THE THROAT.
(b) CROSS SECTIONAL VIEW TAKEN IN THE THROAT PLANE SHOWING THE
60 COOLING CHANNELS AND THE ELECTROFORMED CLOSEOUT.
Figure 3.- Photographs of OFHC copper thrust chamber S/N 74 typifying
the failure site and deformation of the hot gas wall.
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(a) OFHC COPPER THRUST CHAMBER SIN 75.
(b) NARLOY-7 THRUST CHAMBER SIN 150.
Figure 4.- Cross sectional view of failure sites.
Ga
cn (a) POST FAILURE DATA AFTER 193 CYCLES.
.x
(b) INTERMEDIATE LIFE DATA AFTER 124 CYCLES.
Figure 5. - Polar plots of OFHC copper chamber SIN 74 showing hot gas
wall deformation.
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